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Property Target Lower Upper Unls 丁est Method

Basis Weight 70 66 68 g/m2 Weight Balance
Thickness 0.29 0.26 0.28 mm Caliper
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Wiper CodezTZlPCSl-77 Lot No:526241

II. Test for Pctrticles (x lUparticle/nt2l- Orbitat Shake Tes:(IEST-RP-CC004.j Section 6.1.4)

IV. Test .for Sorbency Capacity and Rate- AEST-RP-C001.3 Section 8.11
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Extractable lons Resun(Average of 3 tHals) Specs 」UDGMENT
Sodium (Na*) 19.16 く50.0 PASS
Potassium (K*) 12.70 く30.0 PASS
Calcium (Ca2-) 13.83 く30.0 PASS
Chlo雨de(Cr)       _. 11.45 く30.0 PASS
Magnesium (M92.) 7.56 く50.0 PASS

The packaging materials,method & environryg4{of t}!q fpished product are in accordance with Teknipure specifications.
Manufactured By :Production Technician:
Inspected By.

Date of Manufacture: 2018/11/26

Particle size Result (Average of 3 trials) Specs 」UDGMENT
>0.50 um 53 く80 PASS
> 5.0 um 0.18 く0.26 PASS
晨7s′ 力/F,bι′/Par″εルs>fθθam (xl (fpctrticlelm) ) IEST-RP-CC001. 3 Section 6.2.2)

Particle size Result (Average of 3 trials) Specs 」UDGMENT
>100 um 237 く300 PASS

Note: Unless specified the Deiault TtDゞ Solutbn is 01 Watcr

Absorbency Result (Averaqe of 3 trials) Specs 」UDGMENT
Extrinsic Capacitv rrnr-rin,r 535 >280 PASS
lntrinsic Capacity 1mrr9 8.25 >4.0 PASS
Sorptive Rate t,l 0.5 く 1 PASS
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Tebt Solution Result (Average of 3 trials) Specs JUDGMENT
DI Water 0.003 く0.070 PASS
IPA 0.002 く0.006 PASS
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