
Certificate of Conformance

Wiper Code:TZlPCSl… 99 Lot No:526254

II.Test.for Particles (x lNparticle/m2l- Orbitatshake TesI(IEST-RP-CC001.3 Section6.1.4)

Ill. Test for Fiber /Particles > l00um (xl1fpctrticletmz)0ilST-RP-CC:[)01.3 Section 6.2.2)
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V.Test for Extrctctable Matters (g/*2r,. Short Term Extraction (IEST-RP-CC0.3 Section 7.l.2)

VI.■s■ /わ″シ θε′ C Eχ″αC/r7わル fb″s`竃 tθ′ヱ乃9″ ―S′α″αα″″I]χ″αc・ rノο″A々 r/70グ
IES■ RP―Cθθイ.3 Sθθ′′ο″ Z2.2′砂

Propertv Variables

Property Target Lower Upper Unls Test Method

Basis Weight 68 66 67 g/m2 Weight Balance
Thickness 0.28 0.26          0.27 mm Caliper

Particle size Result (Average of 3 trials) Specs 」UDGMENT
>0.50 um 36 く80 PASS
> 5.0 um 0.14 く0.26 PASS

Particle size Result (Average of 3 trials) Specs 」UDGMENT
>100 um 221 く300 PASS

Absorbency Result (Average of 3 trials) Specs JUDGMEN丁
Extrinsic Caoacitv r.y*,r 434 >280 PASS
lntrinsic Capacity lmvg; 5.36 >4.00 PASS
Sorptive Rate ol 0,7 く1.0 PASS

Test Solution Result (Average of 3 trials) Specs 」UDGMEN丁
DIヽⅣater 0.048 く0.070 PASS
lPA 0,003 く0.006 PASS

Extractable lons Result (Average of 3 trials) Specs 」UDGMEN丁
Sodium (Na') 20.21 く50.00 PASS
Potassium (K*) 16.84 く30.00 PASS
Calcium (Ca2-) 19.51 <30.00 PASS
Chio百de(C卜 ) 23.11 く30.00 PASS
Magnesium (M92.) 7.68 く50.00 PASS

The packaging materials,method & envi product are in accordance with Teknipure specifications.
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