Teknipure C of C
FM-8.2.5.3

Title
Decument Number

Revision Date Navember 15, 2023

Wiper Code: TZ1PCS1-99RM

LOT No: 527394240124

Basis Weight (g/m?) m Thickness (mm) Orbital Shake Test for Particles Fibav/Particles Test For Sorbency Capacity & Rate
ASTM D3776 _ ASTM DL777-96 {EST-RP-CCO04.3 Sectlon 6.1.4 {EST-RP-CC004.3 IEST-RP-C004.3 Sectlon 8.1
; (x1.0° particla/m?) Section 6.2.2
i (particle/m?)
Average | Lower Upper Thick- Thick- | Thick- >0.50 »>0.50 | >5.0 um | »5.0 >100 »>100 Extrinsic Extrinsic Intrinsic intrinsic . Sorptive _ Sorptive
SPEC SPEC nass ness ness um pm m Average | pm pm pm Capacity  Copaclty  Capacity 1 Capacity | Rate i Rate
Limit Limit Average | Lower | Upper | Average | SPEC | SPEC | Average | SPEC {mi/m*}  SPEC {mlfg) | SPEC  (Sec) 1 (Sec)
i Average | Average | | Average | SPEC
68 63 | 68 0.25 020 | 030 atg | <800 019 | <026 | 181 <330 337 | »280 4.8 >4.0 , <1 <1
Extractables - Short Term Extraction Spaecific Extractable lons {ugfg or ppm)
{gim?) {EST-RP-C004.3 Section 7.2.2.1B
IEST-RP-CCG24.3 Section 7.1.2
ol )] =YY 1PA Sodium  Sodiy | Potassiu w Potassium | Caleium | Calcium ﬁ Chioride | Chioride | Magnesium ; Lagnesium (Mg}
Water | Water ! Average | 8PEC {Na") Cm {Nat) | om (K" : {K") 5PEC | {Ca™) {Ca®) (Ch) (o]} {Mg™) C SPEC
Average i SPEC Average | BPEC Average | Average | SPEC Average | S8PEC Average
| | w _
0247 < QL7 C.L35 <0035 135 | <830 12.9 _ < 30.0 113 <23.0 51 1 w30 13.8 < 580

Product Cleanliness Specifications

The raw matetials used in the production of this finished product are compfiant with IEST-RP-CC004.3
and in accordance with Teknipure specifications.

Product Packaging Specifications

The packaging materials, method & environment of this finished product are in accordance with
Teknipure specifications.

Tested By: (Production Technician) Bt

Inspected By; (Quality) Mart

Name (printed): Pt

Date of Manufacture: _J #1- %% ;20 24
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