Title
Document Number

Teknipure C of C
FM-B.2.5.2

Revision Date Qctober 18, 2023

Wiper Code: TZ1MF-99 LOT No: 527405-040324

Basis Weight {g/m?) Thickness {mm) Orbital Shake Test for Particles Fiber/Particles | Tast For Sorbency Capacity & Rate
ASTM D3776 ASTM D1777-96 IEST-RP-CC004.3 Section 6,1.4 IEST-RP-CC004.3 f IEST-RP-C004.3 Saction 8.1
{x10° particle/m?} . Sectlon 6.2.2 W
‘ [particlafm?*) |
Average | Lower ! Upper Thick- Thick- | Thick- >0.50 >0.50 | »5.0pm | »5.0  >100 »100 | Extrinsic Extrinsic Intrinsic Intrinsic Sorptive Sorptive
SPEC “ SPEC ness nass ness pm L um Average | um | pm pem + Capacity Capacity | Capacity [ Capacity | Rate Rate
Hmit | Limit Average | Lower | Upper | Average . $PEC SPEC | Average | SPEC - (mifm?)} SPEC {mi/g) SPEC {Sec.) {sec.)
_ : | Average Average Average SPEC
1 | j w
80 1 s | 8 0.25 0.20 0.30 438 1 <6001 021 | <0261 132 <3500 336 >260 369 #3.5 <1 <1
| Exiractables - Ghort Term Extraction Specific Extractable lons {upfg or ppmy}
{gim®) {EST-RP-C004.3 Section ¥.2.2.18

{EST-RP-CC004.3 Section 7.1.2
]| n]l i PA 1PA Bodium Sadiy Potassiv | Potassium | Calcium | Calcium | Chleride | Chioride | Magnesium Magnesium (Mg
Water Water | Aversge | BPEC {Na*} m{MNa') | m (K} (K" SPEC | {Ca™) {Ca™) {CH {C) {Mg™) SPEC
Average | SPEC w Average | SPEC Average Average | SPEC Average | SFEC Average

|
0017 <003, 0.035 < (.06 1G5 <509 163 <300 128 <300 13.2 <300 13.9 < 5
. « 1
Product Cleanliness Specifications Tested By: (Production Technician) _B 1} f

The raw materials used in the production of this finished product are compliant with IEST-RP-CC004.3
and in accardance with Teknipure specifications.

Inspected By: (Quality) _Man—
Name (printed): __ % 'f
Date of Manufacture: M&r, 4, 20 ¥4

Product Packaging Specifications

The packaging materals, method & environment of this finished product are in accordance with
Teknipure specifications.
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