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Wiper Part No: TS3PBI70R-99 Lot No: 417611

Component Traceability:

Component PN# LOT #
Wiper TC3PB1-99 527511
Fluid 2-Propanol; VLSI/USP Purity 2A1240717B
I Saturation & Fluid Specifications
DIW DIW Total Fluid [PA Fluid IPA Fluid DIW Fluid DI Fluid
I Volume/Bag Volume/Bag % Volume/Bag %
Resistivity | TOC
(mi) (ml) (ml)
(M. Ohm) | (ppb)
Specification
Limit >17.8 <10 500 350 70 150 30
DIW — Deicnized Water
. Product Cleanliness Specifications

The raw materials used in the production of this finished product are compliant per IEST-RP-CC004.3 and
in accordance with Teknipure upper limit specifications. A Certificate of Analysis for this lot of wipes can
be obtained using the Component Wiper Lot# found in the first table on this page at
hitps.//teknipure.com/certificate-of-conformance-search/

1. Product Packaging Specifications

The packaging materials, method & environment of this finished product are in accordance with Teknipure
specifications.
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